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ABSTRACT:Active cooling-based atmospheric water generators,
despite their growing demand, continue to be energy intensive and
o� er poor collection e� ciencies (energy consumption per liter of
water production). Despite progress in micro-/ nanofabrication
techniques and functional coatings, advanced surfaces have not been
successfully scaled onto such harvesters to accelerate condensation
and improve their e� ciencies. Here, we present a scalable dual-
nanostructured hierarchical surface that comprises sporadically
distributed bundles of randomly oriented faceted microcones having
facets composed of nanostructures, which are either bumps or
ridges. Condensate removal on this surface occurs via drop-to-� lm
coalescence, followed by� lm shedding in the form of macrodrops. Compared to a conventional plain metal surface used for
condensation, the improvement in latent heat transfer coe� cient using a hierarchically textured surface ranged from 19.9% at a
subcooling of� 8 °C to 1048.4% at a subcooling of� 1 °C in laboratory scale experiments, subcooling being de� ned with respect to
the dew point. To demonstrate utility at industrial scale and to ensure scalability of the modi� ed surfaces, we create a prototype
assembly comprising a tube-� n heat exchanger with hierarchically textured� ns, cooled using a standard refrigeration cycle,
producing� 25 L of water per day. The prototype containing hierarchically textured� ns provides� 10.8% enhanced water collection
at � 10.4% improved average collection e� ciency compared to the traditional water generator when tested in outdoor conditions.
KEYWORDS:condensation, heat transfer, hierarchical nanostructures, water harvesting, drinking water

� INTRODUCTION

Atmospheric water generators (AWGs) have gained signi� cant
scienti� c and commercial attention in the past decade because
of their ability to provide clean water in regions of extreme
water scarcity.1 Most of the commercial AWGs are based on a
refrigeration cycle, where a coolant undergoes a reverse Carnot
cycle to exchange heat with the surrounding air and enable its
condensation.

The collection e� ciency of such an AWG system can be
de� ned as energy consumption per unit volume of product
water. It depends on ambient temperature and humidity.
Although e� ciencies of current AWGs are improved by
implementing varied con� gurations of heat exchangers to
extend the airŠsurface contact time,2 hydrophobizing the
copper tubes to promote jumping-droplet condensation,3 or
preconcentrating moisture in the input air to increase the dew
point temperature,4 the � n surfaces of heat exchangers have
rarely been modi� ed to enhance the overall performance.5 In
this work, we present rationally designed hierarchical structures
created on aluminum� ns of heat exchangers, prepared using a
one-step, top-down process, in which condensed droplets drain
by combining with the liquid� lm present on the surface.
Subsequently, the� lm sheds itself under gravity, in the form of
macrodrops. Such a mechanism of shedding is then compared

with the already existing mechanisms of dropwise (DwC),6Š10

� lmwise (FwC),11Š13 and state-of-the-art hierarchical con-
densation, by choosing the appropriate test surfaces that are
known to demonstrate these mechanisms.14,15 We perform lab-
scale water collection experiments across the entire possible
range of subcooling (� 0Š8 °C, below the dewpoint), on
chosen test surfaces to compare their water harvesting abilities.
As a � nal step, we build a prototype atmospheric water
generator (AWG) comprising of hierarchically textured surface
for condensation and compare it against an identical
counterpart (representative of a conventional AWG) having
plain metal surface for condensation. The results show an
� 10.4% improvement in the collection e� ciency, and an
� 10.8% improvement in the overall water collection.
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� RESULTS AND DISCUSSION
Dual-Nanostructured Hierarchical Surface. A lower

radius of curvature of a nucleation site results in a faster rate of
vapor di� usion.16 Thus, quicker droplet growth occurs
selectively on“pointed” sites. Therefore, we propose a surface
design comprising sharp micrometer-sized structures and
additional nanostructures on top of these microstructures to
promote nucleation more e� ectively.

Sophisticated techniques like photolithography10,17 and
deep reactive-ion etching18 are multistep and expensive. In

addition, prospects for scalability are a concern. In contrast, we
use a simple, one-step chemical etching approach to create the
hierarchical surface.

In Figure 1, we present the hierarchical structures created on
an aluminum sheet via the etching process. A photograph of
the sheet postetching is shown inFigure 1a. The top level of
hierarchy (tier-1) was observed through optical microscopy
(setup shown inFigure 1b) and comprises bundles in the
range of 100� m, as shown inFigure 1d. Other than the
regions covered with bundles, the surface also has white

Figure 1.Hierarchical surface. (a) Photograph of the hierarchical surface. (b) Setup for optical microscopy (not to scale). (c) AFM topography
image of the surface showing height variation, and dashed white line indicating chosen linear path for measuring average nanoscale (tier-3)
roughness. (d) Optical image of the surface showing bundles. (e) FESEM image of a few faceted microcones of a bundle in random orientation. (f)
FESEM image showing facet of a cone with presence of irregularly shaped nanobumps, and nanochannels dividing the bumps. (g) FESEM image of
another conical facet possessing parallel ridges divided by nanochannels. (hŠk) Respective schematics of the surface showing bundles as tier-1 of
the hierarchy, faceted microcones as tier-2, and the dual nanostructures as tier-3.

Scheme 1. Plain Aluminum Surface (p) Functionalized with 1H, 1H, 2H, 2H-Per� uorodecyltriethoxysilane (PDES) to Achieve
a Plain Hydrophobic Surface (p-hp) and Plain Surface Etched to Create a Hierarchical Surface (h), Which was Silanized by
PDES to Result in a Hierarchical Hydrophobic Surface (h-hp)a

aThe respective static contact angle measurements are shown in the insets and contact angle data are shown inTable 1.
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regions at the base, as visible inFigure 1d. As observed in
FESEM, all bundles as well as white regions at the base
comprise randomly oriented faceted microcones (tier-2), as
shown inFigure 1e. The facets of these cones comprise two
types of morphologies, nanobumps and parallel nanoridges, all
of which vary in size and shape, as shown inFigure 1g and h,
respectively. These together constitute tier-3 of the hierarchy.
Pictorial representations of the surface are shown inFigures
1hŠ-k. Average surface roughness constituted by the entire
hierarchy was measured as 212.9 nm, obtained using atomic
force microscopy (Figure 1c). Average nanoscale roughness
comprising the tier-3 nanostructures present on the surface of
microcones was linearly measured on one of the conical
surfaces and was obtained as 19.3 nm (dashed white line in
Figure 1c). More details are discussed in theMethods section.

Choice of Test Surfaces and Contact Angle Measure-
ments. Four test surfaces were prepared using aluminum
substrates. They were composed of: First, a plain surface
(abbreviated as p), commonly used in� ns, as part of� n-tube
heat exchangers; second, a plain hydrophobic surface (p-hp),
prepared by functionalization of the r surface with 1H, 1H, 2H,
2H-per� uorodecyltriethoxysilane (PDES); third, a super-
hydrophilic aluminum surface (h), comprising the hierarchy
discussed in the previous section and fourth, a hydrophobic
aluminum surface comprising the hierarchical structures (h-
hp), prepared by functionalization of the h surface with PDES
(Scheme 1). Table 1 presents the static, advancing and
receding contact angles, and contact angle hysteresis (CAH) of
the test surfaces.

Table 1shows that p is moderately hydrophilic (� = 71.1°).
Silane functionalization of p renders the surface slightly
hydrophobic, which is presented as p-hp (� = 97.2°). The
hierarchically structured surface, h, shows a superhydrophilic
nature (� < 5°), whereas upon functionalization, h-hp shows
hydrophobic character (� = 143.7°). The h surface was
superhydrophilic and absorbed droplets through capillary
action as soon as they came into contact with the surface.
Therefore, receding angle and CAH could not be measured for
this surface. The CAH values of the surfaces and their relation
to the latent heat transfer coe� cient and water harvesting
behavior will be discussed in the later sections.

Shedding Mechanisms vs Subcooling.To observe and
compare the shedding mechanisms of droplets on the test
surfaces as a function of subcooling, we recorded droplet
dynamics during condensation using the same con� guration as
shown inFigure 1e.

Representing a conventional heat exchanger� n surface, p
exhibited irregularly shaped droplets of the order of 1 mm on
its surface, across the entire range of subcooling (Figure 2a).

These millimeter-sized droplets continue to coalesce with the
freshly nucleating smaller droplets in their vicinity and grow
bigger in size (Figure S5). However, they only shed from the
surface after reaching a size on the order of 1 mm. Surface
coverage by such droplets reduces the available area for fresh
condensate to appear, thereby inhibiting heat exchange with
the surroundings.

Droplets on the p-hp surface remain spherical to a greater
extent than p surface, because of the lower surface energy
(Figures S5 and S6). However, the droplets on the p-hp
surface only shed at higher subcooling via rolling, that too
upon reaching a size on the order of 1 mm. Surface h shows
the presence of droplets of sizes ranging from tens to hundreds
of micrometers across the entire range of subcooling. The
white regions are indicative of re� ectance occurring from wet
spots.Figure 2c-i shows encircled wet bundles and a droplet on
the order of 100� m resting on one such bundle. The wet
bundles are also shown inVideo S3. Figure 2c-ii shows
multiple droplets of the order of 10� m on a single bundle,
indicated by arrows. An identical droplet behavior is observed
at high subcooling, with representative droplets on the order of
100 � m, shown inFigure 2c-iii. The growth and nature of
shedding for droplets on the h surface are discussed in the next
section.

Shedding on Hierarchical Structures.To observe the
mechanism for droplets on the order of 100� m, we recorded a
video with multiple such droplets in a frame, at 30 frames per
second, under full-ring illumination (Video S1). The droplets
reside on top of the bundles, whereas the base of the bundles is
covered with water� lm (Figure 3a). The droplets can
therefore only reside in a CassieŠBexter or Wenzel state,
with air gaps between themselves and the basal� lm. They
grow intermittently and undergo slight movement (for
example, att = 02:41.70 min), until the base area of the
droplet grows beyond that of the bundle, resulting in toppling
of the droplet down the bundle to merge with the basal� lm
(Figure 3a andFigure S10, t = 05:17.67). The merged droplet
extends itself across the base of the bundle and the
surrounding� lm, as suggested by the distorted re� ection of
the illuminated ring within the droplet (Figure 3a, t =
05:17.67). This toppling-assisted coalescence, or Mode 1, is
shown schematically inFigure 4a.

Another mechanism of drop-to-� lm coalescence for� 100
� m droplets is observed when a drop receded into the
surrounding bundle upon coming into its contact, via capillary
action (Figure 3a, Mode 2,t = 3:39.75 min). This is
represented as Mode 2 in the schematic shown inFigure 4a.
Time-lapsed images are shown inFigure 3b.

To observe the dynamics of droplets on the order of 10� m,
we focus on a single bundle and record the dynamics at 30
frames per second (Video S2). The large droplet observed
initially was pinned to the bundle and kept growing in a partial
wetting (PW) state (Figure 3b, t � 5:50.34 min), until it came
in contact with the basal� lm at the bundle. After coalescence
with the basal� lm, fresh droplets were seen growing and
coalescing on the bundle (t = 5:50.37Š06:29.12 min), which
eventually combined to form a large droplet of size comparable
to that of the bundle (t = 13:39.91 min). The large droplet
continues to grow in the PW state until coalescence with the
basal� lm occurs again (t = 13:39.94 min). This cycle repeats
itself. Schematic representation of this cycle is shown inFigure
4b, divided into six stages.

Table 1. Contact Angle Data of the Test Surfaces

surface
static contact
angle� (deg)

advancing
contact angle

� A (deg)

receding
contact angle

� R (deg)

CAH =
� A Š � R
(deg)

plain (p) 71.1± 1.7 98.9± 1.5 67.7± 1.6 31.2
plain-

hydrophobic
(p-hp)

97.2± 1 0.0 113.2± 1.0 95.2± 0.9 18

hierarchical
(h)

<5 <5

hierarchical-
hydrophobic
(h-hp)

148.8± 2.2 157.8± 0.8 134.5± 6.5 6.6
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Given the presence of basal� lm across the entire surface,
parts of the surface has completely submerged bundles (Figure
4c), which become visible only upon drying using a hot air
blower (Video S3). Therefore, observed droplets could
nucleate only on bundles with heights more than the thickness
of the basal� lm.

Because the lowering of surface energy promotes DwC on a
surface and improves droplet mobility and rate of surface
renewal, it becomes crucial to perform low-surface-energy
functionalization of the h surface to promote DwC and
understand the di� erence in shedding mechanisms between
the h and h-hp surfaces. Moreover, although the h-hp surface
has microstructures to retain CassieŠBaxter (CB) state of
droplets, it also possesses nanostructures on top of these
microstructures, to allow smaller droplets to nucleate beneath
the CB droplet and eventually merge with it, leading to
hierarchical condensation. To verify this claim, we performed
dynamic optical imaging during condensation on the surface
(Figure 5). Droplets on a single bundle are monitored (bundle

lying within the dashed square box inFigure 4a). Initially (t =
0 min), several droplets on the order of 100� m are found on
the bundle that coalesce with time and become larger in size (t
= 8 s), also moving slightly over the bundle by releasing free
energy after coalescence. This renews the surface for fresh
droplets to nucleate (t = 8 min 18 s), whereas the bigger
droplet continues to grow through condensation as well as
coalescence. Upon reaching a certain size, greater than 500� m
(t = 9 min 24 s), the bigger droplet rolls o� the bundle.
Thereafter, fresh droplets nucleate and grow (t = 14 min 26 s),
repeating the cycle. Coalescence of droplets happening on the
tip of the bundle is also assisted by the coalescence of shaded
droplets, present beneath the bigger droplet (Figure 5b-i). This
is proved by performing focal plane shift imaging (FPSI) on
another substantially big droplet (>500� m) on the surface
(Figure 5b). Upon shifting the focal plane at an intermediate
position, between the droplet base and the base of the surface,
numerous smaller droplets of the order of 10� m are seen
undergoing movement and coalescence on the conical surfaces.

Figure 2.Optical images showing shedding mechanisms on test surfaces at varying degrees of subcooling. The observations were begun only after
30 min of condensation had already happened and condensation dynamics had stabilized. (a) Pain aluminum surface, p. Scale bar: 1 mm. (b) Plain-
hydrophobic surface, p-hp. Scale bar: 1 mm. (c) Hierarchically structured surface, h. Dashed circles in i indicate reminiscent wet bundles, after the
respective droplets have undergone coalescence with the� lm (Figure S7). The white arrows in i and ii indicate droplets on di� erent bundles and on
the same bundle, respectively. Scale bar: 500� m. (d) Hierarchically structured hydrophobic surface, h-hp. The dashed yellow circles in i and ii
represent regions where droplets were present a few milliseconds (ms) ago and are removed now, after coalescence and subsequent rolling (Figure
S8). The dashed pink circles in iii represent regions where previously present droplets combined and jumped-o� the surface, resulting in the present
image. Scale bar: 500� m.
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As an illustration,Figure 4b-ii, iii shows shaded droplets 1 and
2 undergoing coalescence and resulting in 1�, whereas droplet
3 lost its sphericity and hung between the cones as 3�. The
presence of shaded droplets like 1, 2, 3, 1�, and 3� beneath the
larger droplet shown inFigure 5b-i con� rms hierarchical
condensation, also reported previously by Yan et al.14 In
combination with hierarchical condensation, cross-sectional
imaging of the surface at high subcooling (� 8 °C) also reveals
the jumping-droplet mode of shedding (seeFigure S9).
However, the jumping mode is not observed at lower
subcooling.

Heat Transfer Performance.After developing an under-
standing of the shedding phenomena for the test surfaces, we
further test the surfaces for their water harvesting performances
and the corresponding latent (or condensation) heat transfer
coe� cients, by exposing them to a constant ambient air� ux at
varying amounts of subcooling (seeMethods). Figure 6a
represents a schematic of the setup wherein a test surface is
placed on a Peltier-heat sink assembly and cooled down to the
required temperature by supplying DC power to the Peltier. A
constant ambient air� ux is maintained over the surface using a
DC fan (seeMethods). Each collection experiment is

performed for 3 h. It is noteworthy that unlike a majority of
the previous studies,19Š22 in which condensation is performed
by exposing the surface to saturated humidity in a closed
chamber, we perform all lab-scale experiments in the presence
of noncondensable gases. The water collection� ux, as plotted
in Figure 6b, shows substantially better performance of the h
surface, compared to the other surfaces, particularly in the
subcooling regime of� 1Š6 °C. Regardless of the degree of
subcooling, the h surface begins to collect water 30Š50 min
after the beginning of the experiment, whereas others followed
a sharp increase in the collection onset with a decrease in
subcooling (Figure 6c). We further evaluate the latent heat
transfer coe� cient, HTC, using the following equation:

mh

T
HTC

fg
=

�

� (1)

where m� is the mass transfer� ux, or the rate of water
collection.23 The HTCs for di� erent subcooling were plotted
separately, to highlight the di� erences at each subcooling.

Postnucleation, when a droplet reaches a critical size during
its growth after multiple coalescence events, the gravitational
force exerted by the droplet balances the retention force,

Figure 3.Drop-to-� lm condensation. (a) Mode 1 and Mode 2 are shown using select droplets of the order of 100� m, undergoing drop-to-� lm
condensation. Mode 1 shows toppling-induced coalescence occurring att = 2:41.73 min, where a droplet topples from the bundle upon reaching a
critical size. Mode 2 shows capillary-induced coalescence where droplet d2 recedes into the� lm via a neighboring bundle that acts as a capillary.
Scale bar: 100� m. (b) Dynamics of droplets on the order of 10� m on a single bundle. A droplet grows on the bundle and coalesces att = 5:50.37
min, followed by nucleation of new droplets that combine to form a larger droplet on the bundle, which grows until it encounters the� lm
underneath and coalesces with the� lm. Scale bar: 50� m.
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causing it to roll down the surface. The critical size can be
obtained from the following equation:

mgsin (cos cos )Wwater a r� � � �= Š (2)

where expression on the left side of the equation represents the
gravitational force exerted by the droplet of massm, parallel to
the surface with tilt angle� , � water is the surface tension of
water, � a and � r are the advancing and receding angles,
respectively, andW is the width of the droplet.24 Therefore,
lower CAH (� a Š � r) implies lower droplet critical size, which
should contribute to a faster rate of surface renewal and
therefore lead to better water collection or mass transfer.
Figure 6c shows that droplets begin to roll earlier on a surface
with lower CAH as the collection on r-hp begins earlier
compared to p, at all degrees of subcooling. When cumulative
water collection for 3 h is plotted against subcooling, it is
observed that at low and intermediate subcooling (<3°C), r-
hp is a better collector compared to r. Lower CAH in the case
of p-hp leads to higher mobility of the droplets, allowing them
to roll down easily. At high subcooling (>6°C), p provides

better collection� ux than p-hp, indicating that a� nity for
water vapor, or rate of nucleation, dominates over CAH in this
regime. Surface functionalization for planar surfaces, therefore,
limits the collection� ux and HTC at high subcooling but
improves both at low subcooling.

The h surface showed the highest HTC across the entire
subcooling range. When compared to the p surface, the h
surface demonstrated as high as a 10-fold improvement
(� 1048.4%) in HTC at� T � 1 °C. The superior performance
of h is attributed to the presence of a large number of
nucleation sites, the dual nature of nanochannels that allows
e� ective drop-to-� lm coalescence, and the presence of faceted
microcones all across the base, which greatly reduces the basal
area occupied by the� lm, thus preventing domination of the
� lm mode of condensation. Given the complex morphology of
h and h-hp, wetting states of the droplets, and their
coalescence mechanisms, functionalization does not provide
a clear overall advantage in terms of collection� ux (or HTC).
Although h always shows better overall performance compared
to h-hp, the di� erence is more signi� cant at low subcooling.
The poor performance of h-hp at low subcooling can be
attributed to its lower a� nity toward water vapor, resulting in a
lower rate of nucleation. This factor becomes insigni� cant at
high subcooling and the di� erence between h and h-hp is
reduced with an increase in subcooling, mainly due to
hierarchical condensation occurring on the h-hp surface,
which eliminates the possibility of� ooding at high subcooling.
Also, hierarchical condensation is supported by the jumping-
droplet mode on h-hp, which occurs only at high subcooling.
Therefore, nanochannel-assisted drop-to-� lm coalescence
proves to be the most e� cient mode of condensation,
among other existing modes, such as jumping-droplet
condensation,3,25Š27 FwC, DwC,6,28,29 hierarchical condensa-
tion,14 and a combination of jumping-droplet and hierarchical
condensation mechanisms. However, the observed enhance-
ment in HTC obtained in the case of the h surface, at lab-scale,
should be retained while performing large-scale condensation
as well, such as on tube-� n heat exchangers, where practical
challenges like local water logging between the� ns or complex
surfaceŠair interaction due to compact arrangement of� ns
may reduce the heat transfer and, rather, bring down the
collection e� ciency. Therefore, two refrigeration-based AWG
prototypes are assembled in which the evaporators comprise p
and h surfaces to verify whether improved HTC at lab-scale, in
the case of h surface, translates to enhanced collection
e� ciency of its corresponding prototype at an industry scale.
The following section discusses the details about assembled
prototypes, their testing, and results.

Feasibility of h-Surface after Scale-up.A home-build
AWG prototype of 25 L/day capacity (Figure 7a andFigure
S11) is assembled, which comprises a standard refrigeration
cycle to cool the h surface below the dew point. Two identical
prototypes are created, where the evaporator in one comprises
� ns made of the conventional p surface (the p prototype), and
the other comprises� ns made of the h surface (the h
prototype). Therefore, the only di� erence between the two
prototypes is the surface morphology of the evaporator� ns.
The collected water is� ltered and mineralized to render it
drinkable. However, the aspect of quality of the collected water
is deliberately not discussed, to avoid deviation from the focus
of this article.

The prototypes were kept in the open and run for� 4 h in
the evening (3:24Š7:24 p.m.) on March 6, 2020, in Chennai,

Figure 4. Con� gurations of water present on the h surface. (a)
Droplet on the order of 100� m rolls down the bundle upon crossing
the bundle size at its base (Mode 1). Another droplet (Mode 2) on
the same order recedes into the basal� lm through a neighboring
bundle upon coming into its contact, via capillary action. (b) Large
droplet, a few tens of micrometers in size, undergoes coalescence with
the � lm beneath it (Stage I). This is followed by the growth of fresh
droplets on multiple cones (Stage II), which coalesce with each other,
and the bigger droplet continues to grow in a partial wetting state
(Stage III) until it comes into contact with the basal� lm to
subsequently get drained. This allows fresh nucleation (Stage IV) and
subsequent coalescence (Stage V and VI), and the process continues
in a cycle (Video S2). (c) Bundles completely covered with water
(Video S3).
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India. Five trial runs are performed (Figure 7and Figures
S12ŠS16). The temperature during the test run dropped from
38.7 to 30°C, whereas RH increased from 44 to 67% (Figure
7b). As a result, the dew point dropped from 27.5 to 23.4°C

(Figure S8b). During the course of the test run, the h surface
showed an� 10.8% enhancement in the overall water
collection, and an� 10.4% improvement in the average
collection e� ciency, compared to the p surface (Figure S8a

Figure 5.Dynamic optical imaging of h-hp surface during condensation. (a) Top view of the surface, showing droplet dynamics on a single bundle
con� ned within the dashed white box. Scale bar: 200� m. (b) (i) Larger sink droplet. Scale bar: 500� m. (ii) Upon shifting the focal plane beneath
the droplet, in the dashed black box region, shaded droplets are observed that undergo coalescence (1 + 2 = 1�) and distortion in shape (from 3 to
3�) during movement across microcones, as shown in (iii). Scale bar: 500� m.

Figure 6.(a) Schematic of the setup for testing water collection performance of the test surfaces. (b) Plot of onset of water collection against
subcooling. (c) Cumulative water collected plotted as water collection� ux against subcooling. (dŠi) Latent heat transfer coe� cients for all test
surfaces corresponding to water collection experiments performed on the test surfaces across the subcooling range of� 0Š8 °C.
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andFigure 7d). The percentage enhancement in the collection
performance of the h prototype, compared to the r prototype,
ranged from 0 to 17.6% across the duration of the experiment
(Figure 7c). The collection e� ciency of the prototypes is
compared by plotting the amount of energy consumed per liter
of water produced. Considering all the energy-consuming parts
(except postcollection processes) of the prototypes, the h
prototype was consistently more energy e� cient than the p
prototype during the course of testing (Figure 7d). Such
behavior is observed across almost all trial runs (Figures S12Š
S16). The advantage of energy savings due to a drop-to-� lm-
wise shedding mechanism could be further leveraged by
periodically turning the power o� brie� y before the replenish-
ment is about to occur and turning it on immediately after the
it is complete. This will lead to energy-e� cient shedding and
eliminate the local maxima in the h-curve (Figure 7d).

Adopting such a strategy for the r surface will not o� er a
signi� cant advantage because of absence of any“sharp-
curvature” nucleation sites for quick nucleation of fresh
droplets, postshedding, when the power is turned on again.
Faster drop-to-� lmwise shedding may be another way forward
by mechanical agitation once the droplets have been nucleated.

Several commercial water generators based on refrigeration
cycle-based active cooling are available. The performance of
these systems depends on the ambient temperature, relative
humidity, absolute humidity, air� ux across the condensing
surface, amount of refrigerant, and system design. Given these
dependencies, an exact comparison is not possible. Never-
theless, we list out nine water generators across the globe
alongside our prototype to provide a fair idea of the value of
this work (Table 2).

Figure 7.Prototype testing corresponding to h and p surfaces. (a) Schematic of the AWG prototype of 25 L/day capacity, where evaporator� ns
were the only di� erence between the two prototypes. (b) Ambient conditions (temperature and RH) during the course of testing. (c) Percentage
enhancement in water collection of the h prototype compared to the p prototype as a function of time. (d) Collection e� ciency of the prototypes
as a function of time.

Table 2. Commercial Refrigeration Cycle-Based Water Generators Worldwide

Ambient conditions

organization
power consumption

(W)
rRate of water production (L

dayŠ1)
T

(°C)
relative humidity

(%)
collection e� ciency (kWh/

L)

H2O machine (USA)30 1700 68 0.60
GENAQ Technologies (Spain)31 700 50 0.34
Atlantis Solar and Wind (USA)31 1200 100 0.29
Atmos H2O (USA)32 500 23 0.52
Airowater (India)33 500 25 70 0.48
Nu Image Solutions (USA)34 830 30 30 80 0.66
Ray Agua (Spain)35 2450 200 30 80 0.35
WAE (India)36 400 50 0.91
Hendrx Water (China)37 900 15 30 80 1.44
this work (h prototype) 656 25 33 56 0.63
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� CONCLUSIONS
For e� cient and scalable heterogeneous condensation, we
propose a hierarchically textured surface, fabricated by a one-
step process, exhibiting drop-to-� lm condensation. The surface
exhibits a higher heat transfer coe� cient compared to its
functionalized counterpart, and the conventional plain metal
surfaces used as references, which show dropwise,� lm-wise,
jumping-droplet, or hierarchical condensation. The drop-to-
� lm coalescence on the hierarchical surface occurs via
nanochannels. Following are the primary reasons for the
enhanced heat transfer obtained in case of hierarchical surface:
(1) the large number of nucleation sites o� ered by the faceted
microcones and the nanostructures present on their surfaces;
(2) high a� nity for water vapor; and (3) capillary-action
assisted, or toppling-induced coalescence of droplets on the
order of 100� m with the basal� lm. These advantages have led
us to a signi� cant 10.8% improvement in the overall water
collection of the prototype composed of hierarchical
condensing surface, compared to a prototype containing a
plain metal condensing surface, whereas the instantaneous
improvement (over a 10 min period) in collection ranged from
0 to 17.6%, depending on the atmospheric conditions during
� eld testing. The above-mentioned reasons together with the
strategy of further enhancing energy e� ciency by ways such as
periodic supply of power, better heat exchanger design,
induction of mechanical vibrations for faster shedding, etc.,
will further render the surface� t for scalable use in applications
ranging from water generation to heat management.

� METHODS
Fabrication of the Test Surfaces. The dual-nanostructured

hierarchical surface (h) was fabricated by dipping the plain surface in
NaOH solution (30 mM) prepared in deionized (di) water for a
period of 15 h at a temperature of 60°C. The surface was
subsequently rinsed in di water and dried with a hot air gun.

The functionalized surfaces, r-hp and h-hp, were prepared by
dipping the p and h surfaces in 1% ethanol solution of PDES for a
period of 2 h. The surfaces were subsequently taken out, rinsed in
deionized water, and dried using an air gun.

Contact Angle Measurements. Contact angle measurements
were performed using drops of volume� 3 � L using a Holmarc
contact angle meter.

Surface Characterization. Morphology of the hierarchical
surface was observed using scanning electron microscope (Verios
G4 UC, FEI) and optical microscope (VH-Z100R, Keyence).

For powder X-ray Di� raction (XRD), the h surface was scraped
and powder was collected. The measurement was performed on
Bruker D8 Advance X-ray powder di� ractometer. The plot of
di� raction intensity vs 2� revealed presence of Al2O3·3H2O and
Al(OH)3 phases, belonging to hexagonal and monoclinic crystal
systems, respectively (Figure S1).

Topography and roughness were obtained by performing atomic
force microscopy on the as-prepared surface using a Witec GmbH
confocal Raman microscope (CRM-Alpha300 S) in a region of 10� m
× 10 � m.

The uniform functionalization of the h-hp and p-hp surfaces is
evident from the EDS mapping performed on both surfaces and
distribution of� uorine in them (Figure S2, S3).

Observation of Shedding Mechanisms.We chose low (� 0
°C), intermediate (� 4 °C), and high (� 8 °C) subcooling conditions
for this study. All laboratory experiments were performed at ambient
conditions at a temperature of 23.6± 0.5°C and relative humidity of
50 ± 1% in still air. The test surface (4 cm× 4 cm) was adhered to
the cold side of a Peltier using silver paste. The Peltier was then
anchored on a heat sink DC fan assembly using the same silver paste.
The Peltier was then connected to a DC power supply to calibrate

input power as a function of surface temperature. The video recording
was begun only after� 30 min of condensation had already taken
place and the dynamics had reached an equilibrium. Videos were
recorded for each surface and each selected subcooling value, and key
frames represented inFigure 2were selected from the videos. During
each recording, the magni� cation was varied from 100× to 1000×,
and droplets across the entire surface were observed to identify their
variety. We have made a reasonable assumption that wetting states of
droplets, the nature of coalescence events, and shedding modes are
independent of air� ux across the surface. Therefore, all imaging
experiments were performed in still air to avoid noise because of air
� ow and concerned regions were kept under focus.

Shedding on Hierarchical Structures.The droplet dynamics
were investigated under an optical microscope in the same
con� guration as shown inFigure 1b. The hierarchical surface
temperature was kept at the dew point (12.6°C; under ambient
conditions of 23.6°C, 50% RH).

FPSI on h-hp Surface.To verify the hierarchical mode of
condensation and capture droplet dynamics on a single bundle, we
kept a single bundle under focus and recorded a video. Imaging was
begun only after 30 min of condensation had occurred (at� T � 0
°C) and the droplet dynamics had stabilized. For FPSI, a bigger
droplet was focused and the focal plane was gradually shifted from the
top surface of the droplet to beneath it. This brought the smaller
droplets into focus, that existed beneath this large droplet.

Heat Transfer Experiments.A square duct with the duct size of
4 cm× 4 cm was created and the Peltier-heat sink assembly was� tted
inside the duct in a way that only the surface protruded on the inside
wall of the duct, parallel to it (Figure S4). A DC fan� owing ambient
air at a constant speed on 2.5 m/s (or a� ux of 8.65 cubic feet per
minute) across the duct was put at one end, leaving the other end
open for dehumidi� ed air to exit. Along with the hierarchical surface,
we select test surfaces such that all modes of condensation could be
observed, either individually, or in combination with one another, for
comparison of their performance under identical conditions.

Fabrication of the Prototypes. For the h prototype, the rolled
sheet of aluminum (0.1 mm in thickness) was kept for etching in a 30
mM NaOH solution, prepared in di water. Fins of the size 10 in.× 14
in. were prepared out of the etched sheet and a punching die was used
to create holes for� tting the copper tubes. The� ns were packed in
the traditional� n-tube heat exchanger con� guration with a density of
12� ns per inch, resulting in a combined surface area of 4.07 m2. This
assembly was used as the evaporator. Further, another identical heat
exchanger was prepared, but with the unetched sheet, to be used as
condenser. An AC fan (22A230HBAC) was used to provide an air
� ux of 360 cubic feet per minute across the system.

The p prototype was identical to the h prototype, except that the
evaporator and condenser both comprised unetched� ns in the case of
p prototype.

Test Runs of the Prototypes.Five test runs with variable time
intervals were performed on the two prototypes during day time in
Chennai, India. During each test run, ambient conditions (temper-
ature and RH), surface temperature of the� ns, and water collected
were measured in intervals of 10 min.

� ASSOCIATED CONTENT
*sõ Supporting Information
The Supporting Information is available free of charge at
https://pubs.acs.org/doi/10.1021/acsanm.0c03032.

Powder XRD and SEM-EDS, lab-scale prototype, optical
images of jumping-droplet condensation on the
hierarchical superhydrophobic surface, images of the
scaled prototype, and results of test runs of prototypes
(PDF)

Video S1, video of multiple 100� m droplets in a frame,
at 30 frames per second, under full-ring illumination
(MP4)
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Video S2, dynamics of droplets of the order of 10� m on
a single bundle at 30 frames per second (MP4)
Video S3, drying of wet bundles using hot air� ow
(MP4)
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